
Seite 1

Specification

20.11.2025 - This document was created electronically and is valid without a signature. Page 1 of 1

Zinc Selenite ZnSeO3, 99.8 % min.
(40/41 % Se min.) - technical grade

item no.: 05000

description specification test method

moisture [%] < 0.10 moisture analyzer

bulk density [kg/l] 1.8 - 2.1 bulk density

arsenic [ppm] < 20.00 ICP OES

cadmium [ppm] < 5.00 ICP OES

copper [ppm] < 5.00 ICP OES

iron [ppm] < 5.00 ICP OES

mercury [ppm] < 5.00 ICP OES

nickel [ppm] < 5.00 ICP OES

lead [ppm] < 50.00 ICP OES

tellurium [ppm] < 500.00 ICP OES

appearance powder, white, odourless visual inspection

Remarks

Packaging
25 kg net steel drum with inliner

Transportation
UN2630, class 6.1

Version
01/23.11.2020


